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Lessons learnt - additive manufacturing of iron cobalt based soft 
magnetic materials 
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A R T I C L E  I N F O   

Keywords: 
Soft Magnetic 
Additive Manufacturing 
Powder 
Optimization 

A B S T R A C T   

Additive manufacturing (AM) technologies have opened up new possibilities for realizing magnetic circuit de-
signs, ultimately leading to electrical machines with enhanced performance, lower material consumption and 
cost. This study introduces lessons learnt of laser powder bed fusion (L-PBF) manufacturing of optimized soft 
magnetic cores. Processing routes from powder production of soft magnetic Fe-35Co, Fe-50Co, and Fe-49Co-2 V 
(Nb) materials, followed by process parameter optimization for L-PBF and finally the effect of heat treatment on 
the magnetic properties are shown. The major challenge is the mitigation of the eddy current losses. Effect of 
material composition as well as structural choices on the core losses of soft magnetic components are studied. 
Based on the magnetic measurements, the best heat treatment cycle led to magnetic saturation, permeability and 
coercivity comparable to commercial standardized Fe-49Co-2 V alloy. Magnetic measurement results of struc-
turally modified test samples show that eddy current losses can be significantly reduced.   

1. Introduction 

Together with 3D design optimization, additive manufacturing (AM) 
provides unparalleled possibilities for creation of complex parts/com-
ponents with improved characteristics. When it comes to the AM of 
electrical machinery, the soft magnetic cores present very interesting 
opportunities for weight savings and high-power densities. Garibaldi et. 
al. [1] was one of the first introducing studies about AM of Fe-Si based 
alloys, meanwhile Pippuri et.al. published the first results of optimized 
Fe-Co AM based components [2]. After that, the topic has received a 
great interest and the number of publications has been increased 
rapidly. Conducted studies are covering AM processing parameters 
optimization, alloys design and microstructure studies, and eventually 
3D optimization of soft magnetic components, comprehensive reviews 
are given by Lamichhane et.al [3] and Pham et.al. [4]. 

In this work, we summarize the main findings on the laser powder 
bed fusion (L-PBF) of Fe-Co-based materials covering the pre-treatments, 
manufacturing, post-treatments as well as topological optimization (TO) 
of meso-structures to mitigate eddy currents. 

2. Materials and methods 

The Fe-Co alloy compositions studied cover Fe-35Co, Fe-50Co, Fe- 
49Co-2 V, and Fe-49Co-2 V(0.1Nb). The powder materials were gas 
atomized at VTT using a pilot scale Hermiga Gas Atomizing unit. Particle 
size distribution of the powders was classified suitable for L-PBF by 
sieving using 63 µm mesh sieve followed by particle size analysis using a 
Malvern laser diffraction. The powder morphology and flow properties 
were evaluated using Scanning Electron Microscopy and Hall-Flow test. 

The parts were manufactured using SLM Solutions GmbH 125HL L- 
PBF machine equipped with 400 W IPG-YLR fiber laser in inert argon 
atmosphere while maintaining constant gas flow over the build plat-
form. In the first stage the main L-PBF process parameters, i.e., laser 
power, hatch distance and scanning speed were optimized based on 
statistical Design of Experiment method. The printed test cubes were cut 
vertically and further ground and polished to get specimens for micro-
scopy. Thresholded Optical Microscope (OM) images of the cross- 
sections were analyzed for porosity using ImageJ software. The pro-
cess parameters that led to the lowest porosity were considered as the 
optimal parameters and further used to prepare samples including solids 
parts, e.g., bars and rings for characterization. Ring specimens with 
grooved and TO cross-section were designed and manufactured. 
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COMSOL multiphysics was used for TO of the ring sample cross-section 
targeting to minimize the eddy current losses and simultaneously 
maximize magnetic flux linkage in the secondary winding. The as-built 
samples were heat treated to control the microstructure of the studied 
materials and further the magnetic and mechanical properties. The ef-
fects of several different heat treatment cycles on evolution of the 
microstructure of samples of different sizes were studied. 

For the ring samples quasi-static DC measurements were done up to 
10 kA/m field strength and AC measurements in selected frequency and 
flux density operation points. The electrical resistivity of the bar samples 
was measured using four probes measurement method. The tensile tests 
were carried out at room temperature using Instron universal testing 
machine in accordance with ISO 6892–1 2016 standard. After optimi-
zation of each process step, the mechanical, magnetic, and electrical 
characteristics of the prepared samples were compared against com-
mercial laminated (0.35 mm) alloy described in ASTM A801 standard. 

3. Results and discussion 

Several 5 kg batches were gas atomized to get the needed amount of 
the powders. All atomized powder batches showed similar particle 
morphology and particle size distribution after sieving. In the case of the 
Fe-50Co powder a bit higher amount of satellites was detected having a 
negative effect on the flowability. Average particle size distribution 
Dv50 for each alloy varied between 32 and 37 µm. 

Threshold image analyses for porosity determination were done for 
Design of Experiment matrix consisting of 25 cube samples. Porosity 
values varied from 0.02 % to 0.53 %. The best laser parameters for the 
materials were: power = 200 W, scanning speed = 775 mm/s, hatch 
spacing = 80 µm. These parameters led to porosity level of below 0.1 % 
in all cases. 

Optimized L-PBF parameters were used to produce samples for 
different characterization purposes, Fig. 1. 

One of each sample type was left in as-built condition and the rest 
were heat treated to improve magnetic properties and to keep me-
chanical properties at acceptable level. Several different heat treatments 
were studied. One of the best heat treatment cycles consisted of pre- 
annealing at 700 ◦C for 2 h followed by anneal at 820 ◦C for 10 h. In 
comparison to anneal at 820 ◦C for 4 h, which is typically recommended 
to Fe-Co-V material, the difference in microstructures was drastic; con-
ventional one step heat treatment led to bimodal type of grain growth 
whereas two stage cycle resulted in more equal large grain size struc-
ture, Fig. 2. 

In the case of Fe-35Co and Fe-50Co alloys, the effect of different heat 
treatments was not so clear. In both alloys, the as-built microstructure 

consisted columnar grains growing parallel to the built direction. 
Changing from one stage to longer two stages heat treatment had only 
minor effect on the Fe-35Co microstructure, whereas both heat treat-
ments caused some precipitation in Fe-50Co while grain size remained 
almost unchanged. In the case of binary alloys, the effect of these non- 
optimal microstructures can be seen in values of mechanical and mag-
netic properties. Both alloys were very brittle having in practice no 
measurable elongation in tensile test. Magnetic saturation values were 
high up to 2.40 T but were reached only with high magnetic field 
strengths when coercivity values varied from 735 to 1158 A/m, more 
detailed analysis is given in [5]. 

For ternary alloys Fe-49Co-2 V and Fe-49Co-2 V(0.1Nb), the 
importance of the optimized heat treatment is clearly seen. Non-optimal 
heat treatments led to bimodal grain growth and suppressed reaching 
good magnetic properties. Mechanical properties of the ternary alloys 
were not so sensitive for heat treatments and strength values comparable 
to reference alloy were achieved after optimized heat treatment [6], 
Table 1. 

To get better understanding on the effect of the heat treatments and 
especially on the origin of the bimodal grain growth, series of heat 
treatments were done to samples with different size geometries. Heat 
treatments were done at 800 ◦C with holding times of 1 h, 10 h and 24 h. 
Due to differences in the thermal history during L-PBF processing, heat 
treatments caused different microstructures to small (10x10x35 mm3) 
and to large (20x20x65 mm3) samples. The most clearly this was seen in 
the case of 10 h holding time when microstructure of the larger spec-
imen consisted of approx. 90 % large grains whereas smaller specimen 
had only 65 % larger grains. This effect can be clearly seen also in the 
magnetic behavior, Fig. 3. The larger size specimen consisting of almost 
totally larger grains reach high magnetic induction already at low 
magnetic field strength values whereas smaller size sample shows low 
permeability. After heat treatment with longer dwell time of 24 h, both 
specimen types had almost equal microstructures leading to good 
magnetic performance. 

It is evident that size of the component leads to differences in thermal 
histories which is partially explaining the origin of bimodal type grain 
growth but cannot explain totally root cause for this behavior. Grain 
boundaries were studied by electron microscopy to find out possible 
impurities locking the grain growth. Some marks about oxides were 
detected but not clearly enough for the full explanation. In the case of 
0.1 % Nb alloyed composition, less sensitivity to bimodal grain growth 
was detected. Nb is added in the standardized Fe-Co-V alloy to decrease 
grain growth. Similar behavior was detected in L-PBF samples when 
addition of 0.1 % Nb led approximately 50 % smaller grain size in as- 
built condition. Despite of the smaller grain size in as-built condition, 

Fig. 1. Manufactured sample geometries: ring & bar samples for magnetic measurement, dog bone samples for mechanical testing and cubes for metallography.  
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the grain size was growing more equally during heat treatments and 
finally, good magnetic properties were achieved also with shorter dwell 
times. 

Mitigation of the losses can be approached practically in three 
different ways, by increasing electrical resistivity of the alloy, intro-
ducing meso-scale structures hindering eddy currents or by using multi- 
material structures consisting of electrically insulating layers. The cur-
rent approach was based on both introducing alloy with moderate 
electrical resistivity and meso-scale structures. Alloying of binary Fe-Co 
alloy with V increased resistivity with ten folds to the value 49 µohm⋅m. 
meso-scale structures limiting eddy currents were studied in two ways 
by designing grooved structures and in a more advanced manner by 
using TO in the definition of the optimal cross-section for magnetic path. 
Examples of designed grooved and topology optimized specimens are 
shown in Fig. 4. Dimensions of the slits of the grooved structure were 
designed by modelling taking into account the limitations of the L-PBF 
process. Similarly, TO was used to minimize eddy currents and simul-
taneously maximize magnetic flux density. The most potential model-
ling results were used to realize ring shape test specimens for magnetic 
properties characterization. 

Comparison of the magnetic response of each specimen type at DC 
and 50 Hz operation point is given in Fig. 5. In the case of DC, B-H curves 
of solid and laminated specimens are showing almost identical behavior 

whereas grooved and TO specimens have deviation in the size and shape 
of the hysteresis loops. Coercivity values for grooved and TO specimens 
were 118 A/m and 74 A/m and permeability 5148 and 3489, respec-
tively. By comparing these values to the values of solid and laminated 
specimens given in Table 1, a remarkable difference can be detected. 
This observation can be explained by size effect. Both grooved and TO 
specimens contain thin wall structures leading to different thermal 
history compared to the solid specimen. This results in similar behavior 
as presented in Fig. 3 for different size sample geometries. 

Both grooved and TO specimens showed remarkable change in the 
shape and area of AC hysteresis loop compared to the solid specimen. 
Introducing slits to the grooved ring specimen offers a simple way to 
decrease eddy currents but still losses remain at rather high level. By 
using more sophisticated method, i.e., here TO for magnetic flux path 
cross-section design, eddy currents can be further decreased. In com-
parison to the laminated reference specimen, TO specimen shows similar 
coercivity values but permeability decreases at higher induction levels 
following shape of the DC B-H curve. 

To compare power losses, the total losses of each specimen type were 
measured at 10, 50 and 100 Hz frequencies with 1.5 T magnetic in-
duction. Power loss results of the solid, grooved and TO specimens were 
normalized with the value measured from laminated reference spec-
imen, Fig. 6. 

From normalized power loss values the effectiveness of the meso- 
scale eddy current mitigating structures is easily seen when excitation 
frequency is increasing. Rather simple grooved slit structure can 
decrease losses remarkably and more advanced topologically optimized 
structure leads to power losses comparable to the laminated reference 
structure. 

It should be noticed that especially in the case of TO specimen, 
normalized losses are decreasing as a function of frequency. This is 
further confirming the role of quasi-static magnetic properties and 
microstructure. Based on this observation it can be expected to reach 
even lower power losses with TO specimen when microstructure cor-
responds to the microstructure and magnetic properties measured from 
solid specimens. 

Fig. 2. Fe-49Co-2 V effect of the heat treatment on microstructure: left bimodal grain growth and right optimized large grain size.  

Table 1 
Magnetic, mechanical, and electrical properties of L-PBF Fe-49Co-2 V-(0.1Nb) 
(HT 700 ◦C/2h + 820 ◦C/10 h) compared to reference.   

Hc 

A/m 
Bmax 

T 
µmax 

- 

ρ 
µΩ m 

R0.2 

MPa 
Rm 

MPa 
A 
% 

L-PBF 47 2,23 13,000 47 266 306 3 
Ref. 40 2,23 12,000 40 250 350 3  

Fig. 3. Fe-49Co-2 V effect of test coupon size to grain size and further magnetic 
behavior after heat treatment 800 ◦C 10 h. 

Fig. 4. Loss mitigating structures: Grooved structure consisting of small slits 
(left) and example about TO cross-section (right). 
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4. Conclusions 

Processing routes from powder production to L-PBF manufactured 
test specimens for different Fe-Co based materials were conducted. 
Studies showed challenges to control brittleness and magnetic proper-
ties of the binary alloys. By alloying Fe-Co with V brittleness can be 
avoided, and further by adding 0.1 % of Nb, microstructure and that way 
also magnetic properties can be more precisely controlled. Importance 
of proper heat treatment was clearly shown. L-PBF components are 
having totally different as-built condition microstructure compared to 
standardized alloys which necessitates tailored heat treatment routes. 
Tendency for bimodal grain growth was detected which is partially 
explained with thermal history depending on the size of the component. 
With optimized processing parameters, magnetic properties comparable 
to standardized alloy were achieved. meso-scale structural optimization 
can be used to mitigate power losses also at higher frequencies. Losses 
comparable and even lower to laminated Fe-49Co-2 V reference were 
achieved with TO ring samples. 
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