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Localised electrochemical processes on laser powder bed fused 316 stainless 
steel with various heat treatments in high-temperature water 
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A B S T R A C T   

Laser powder bed fusion (LPBF) is an advanced additive manufacturing technology for stainless steel components 
fabrication, and a comprehensive understanding of electrochemical behaviour of the LPBF stainless steels is 
critical for expanding their applications in nuclear and other high-temperature water environments. In the 
present study, comparison of microstructure and high-temperature electrochemical behaviours between LPBF 
316 and wrought 316 in simulated pressurized water reactor environment was made. Three heat treatments, 
stress relieving (SR), solution annealing (SA) and hot isostatic pressing (HIP), were used to heat treat the LPBF 
316. The results showed that both the yield strength and impact energy of the SA and HIP treated LPBF 316 were 
lower than that of the SR treated sample, whilst the tensile elongation of the SA and HIP treated samples was 
higher than SR treated sample. These changes were found to be due to the disappearance of the cellular struc-
tures, decrease in the dislocation density and the occurrence of recrystallization during the treatments. Elec-
trochemical impedance spectroscopy measurements at 288 ◦C and their interpretation with the Mixed- 
Conduction Model indicated that corrosion rate of the heat-treated LPBF 316 variants is significantly lower 
than that of the wrought 316. In addition, SR material exhibits marginally lower corrosion rates than SA and HIP 
ones. Microstructure examination after high-temperature water exposure revealed an inhomogeneous inner 
oxide layer on LPBF 316 in contrast to the thicker and more uniform inner oxide layer on wrought 316. The 
localised nature of electrochemical processes is suggested to be induced by the nano-precipitates in the LPBF 
samples.   

1. Introduction 

Additive manufacturing (AM), or 3D printing, is a type of novel and 
continuously expanding technology due to its ability to produce com-
ponents with complex geometry that requires limited amount of final 
finishing, reduce the lead-time and material waste and minimise carbon 
footprint [1,2]. AM techniques have been proven to be beneficial in 
numerous industries such as aerospace, defence, medical, automobile 
and recently, nuclear [3]. The AM fuel assembly bracket installed in the 
Browns Ferry nuclear power plant in spring 2021 is the first 
safety-related 3D-printed component in a commercial reactor [4,5]. 
Laser powder bed fusion (LPBF) is the most widely used AM technique 
for various materials [6–9], it has also been listed as one of the most 

promising manufacturing technique for nuclear components. Type 316 
stainless steel is one of the most widely used materials in nuclear power 
plants, and it is usually produced via cast and wrought routes. Compared 
to cast or wrought 316, as-deposited LPBF 316 exhibits much higher 
strength and hardness [10,11], although its ductility could be slightly 
lower than that of the wrought counterpart in certain conditions [12, 
13]. The unique mechanical properties for the LPBF 316 are mainly due 
to the formation of non-equilibrium melt pools and a rigid hierarchical 
or gradient heterogeneous microstructure during the rapid melting and 
solidification [1,10,14–16]. However, microstructure and mechanical 
properties of the AM materials are always anisotropic because of tex-
tures developed during the building process [17], which is a key issue 
for components that will bear multiaxial loads during service. 
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Heat treatments have been widely used to optimize the microstruc-
ture of AM parts to obtain dynamic mechanical properties (e.g. tough-
ness and fatigue resistance) comparable to traditionally produced 
components [17]. Typical procedures include low-temperature heat 
treatments to relieve residual stresses (e.g. stress relieving (SR) treat-
ment), and high-temperature heat treatments (e.g. solution annealing 
(SA) and hot isostatic pressing (HIP)) that aim at inducing recovery and 
recrystallization to reduce the anisotropy in microstructure and me-
chanical properties. SR and SA are easy-to-conduct processes, however, 
they may not induce dramatic change in microstructure, and also cannot 
close the pores in the LPBF materials, such as 316. Hierarchical micro-
structure can always exist in the AM 316 after SR and SA treatments, 
which lead to anisotropy in both corrosion and cracking behaviours 
[18]. In addition to high temperature, high pressure can also be applied 
to the materials during HIP. Therefore, HIP has been suggested as a 
superior post-AM heat treatment for materials/components to be used in 
nuclear high-temperature water environments by ensuring equiaxed 
microstructure and minimizing the porosity [19,20]. 

The general effects of post treatments on microstructure, mechanical 
and room-temperature corrosion properties of AM stainless steels are 
thought to be understood. However, discrepancies in literature data still 
exist [21–23]. For example, results by Kong et al. [24] show that 
anisotropy in microstructure and mechanical properties for AM 316 can 
be eliminated via a 1200 ◦C/2 h heat treatment, which can induce 
complete recrystallization. However, other researchers did not observe 
complete recrystallization after heat treatments with similar parameter 
[13,25]. Further, Ettefagh et al. [26] reported that post-AM treatment at 
temperatures > 1000 ◦C promotes diffusion and formation of inclusions, 
which reduces corrosion resistance. Similarly, Laleh et al. [27,28] re-
ported that even if as-deposited LPBF 316 has a significantly higher 
pitting resistance than the commercial counterpart, subsequent post-AM 
treatment at T > 1000 ◦C drastically reduces it due to changes in 
morphology and chemistry of inclusions. In contrast, Dong et al. [29] 
reported that after a 750 ◦C/2 h heat treatment, the SCC susceptibility of 
LPBF 316 was reduced. To date, it is not yet fully understood how 
post-AM heat treatments influence the corrosion response of LPBF 316. 
Moreover, most corrosion or electrochemical studies on AM materials 
were performed in the low-temperature range (< 100 ◦C). 

To the best of the authors’ knowledge, studies on the corrosion 
behaviour of AM 316 in high-temperature water environments for nu-
clear applications (> 280 ◦C) are very limited, and no work has been 
done to date to address high-temperature electrochemical behaviour 
after heat treatments. A comprehensive understanding of high- 
temperature electrochemical behaviour of AM stainless steels is crit-
ical for their applications in nuclear and other harsh environments. In 
view of this, high-temperature electrochemical properties, microstruc-
ture evolution and mechanical characteristics of various post-LPBF heat- 
treated 316 have been investigated in the present study. Detailed 
analytical electron microscopy characterisations and mechanical tests 
were carried out on LPBF 316 subjected to three heat treatment pro-
cedures using nuclear-grade (NG) wrought 316 as reference. High- 
temperature electrochemical impedance spectroscopic (EIS) measure-
ments were conducted to evaluate corrosion rates as depending on heat 
treatment. After exposure, specimens were characterised with scanning 
electron microscopy (SEM) and glow discharge optical emission spec-
trometry (GDOES) to estimate the composition and structure of the 
oxide films. EIS interpretation with the Mixed-Conduction Model (MCM) 
was performed to estimate the rate constants of charge transfer pro-
cesses at the metal/film (M/F) and film/solution (F/S) interfaces, as well 
as diffusion coefficients through the passive layer that determine the 
corrosion behaviour of the investigated materials. 

2. Experimental 

2.1. Material, LPBF process and heat treatments 

Nitrogen gas atomized 316 powder with an average particle size of 
36 µm was used for LPBF. The chemical composition of the powder is 
shown in Table 1. The specimens were prepared using an EOS M 290 
machine under industrial-grade Ar environment in the build chamber. 
The printing layer thickness was 20 µm at a platform set temperature of 
80 ◦C using a ceramic re-coater blade. The laser parameters were 
adopted from the 316L_SurfaceM291 1.10 parameter set [13]. Speci-
mens were deposited directly on the build platform in a vertical orien-
tation without an additional support structure. The post treatments 
employed were SR, SA and HIP. The SA and HIP treatments were per-
formed on the SR treated bars. The SR scheme was selected according to 
the stress reliving scheme for stainless steel weldment; the SA scheme 
was the annealing scheme which can induced complete recrystallization 
in wrought stainless steels; the HIP scheme, 1150 ◦C/100 MPa/4 hr, was 
the scheme usually used to consolidate stainless steel powder, for 
powder-metallurgy HIP processing. Details of the heat treatments are 
given in Table 2. 

Wrought 316 was fabricated by Creusot-Loire Industrie from castings 
and qualified to be used for tubes in the nuclear sector. The fabrication 
process, chemical composition, microstructure and mechanical proper-
ties of this NG reference material comply with the RCC-M M3307 level 3 
specification. Its chemical composition is also shown in Table 1. The 
chemical compositions of both LPBF powder and wrought 316 fulfil the 
requirements of procurement guideline for NG 316 stainless steel [30]. 

2.2. Mechanical tests 

Specimens for tensile and V-notch impact toughness tests were 
machined from the heat-treated round bars along the build direction. 
Tensile tests (cylindrical specimens with a diameter of 5 mm) were 
performed according to ISO-6892 method with a strain rate of 0.00025 
s–1 at room temperature. Five tensile tests were performed for each 
condition. 

The V-notch impact toughness tests (Charpy specimen with size of 
10 × 10 × 55 mm) were conducted according to ISO 148–1:2016 using a 
Losenhausenwerk-MFL 1959 with 300 J impact pendulum at room 
temperature. Four tests were performed for each condition at room 
temperature. The specimens for microstructure characterisation were 
machined and prepared from Charpy specimens, having impact energies 
close to the average values measured in the program. 

2.3. Electrochemical tests 

Specimens for EIS measurements were cut from the non-deformed 
regions of the Charpy specimens with a blade saw along the building 
direction. The NG wrought 316 sample was prepared along the longi-
tudinal direction on the LS plane. Specimens (1 × 1 × 0.3 cm) with 0.25 
µm final finish (after grinding progressively using grinding papers and 
polished with 3 µm and 1 µm diamond paste) were used in the high- 
temperature electrochemical tests. A Ni measurement wire was spot 
welded onto the side of the specimens. 

The high-temperature electrochemical measurements were per-
formed in an AISI 316 L stainless steel autoclave connected to a recir-
culating loop. Three post-LPBF heat-treated specimens and one wrought 
316 specimen were exposed to high-temperature water for 160 h in the 
autoclave. The high-temperature water environment applied was the 
pressurized water reactor (PWR) beginning of cycle water chemistry, i.e. 
2.2 ppm Li (as LiOH), 1000 ppm B (5700 ppm of H3BO3) and 35 cm3 H2 / 
kg H2O, with a pH of 7.0 at 288 ◦C. A pH-electrode with Ni/NiO couple 
was used as reference electrode. EIS measurements were performed after 
ca. 50 and 100 h of exposure with a CompactStat potentiostat (Ivium) at 
the open-circuit potential (Eoc) in the frequency range from 100 kHz to 
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0.1 mHz using an ac amplitude of 50 mV (rms). The Eoc was ca. − 0.77 
VSHE for all the specimens. 

2.4. Electrochemical modelling 

The EIS data were quantitatively interpreted with the MCM [31,32] 
to estimate the kinetic and transport parameters of oxide film formation 
and corrosion release of the investigated materials. 

According to the model, if both oxide layer formation/dissolution 
and dissolution of metals through the oxide (“corrosion release”) are 
taken into consideration for a spinel-type oxide film (M3O4), the 
following reactions occur at the interfaces:  

where m is an atom (Fe, Cr, Ni) in the alloy, and the other symbols are 
consistent with a Kroger-Vink notation (MM and OO are normal cation 
and oxygen positions, M••

i is an interstitial cation, V••
O an oxygen vacancy, 

and My+
aq a cation in the solution). Formation of metal hydroxides is 

neglected in the present treatment since we are considering the system 
in a quasi-steady state, and the hydroxides that are formed in the initial 
stages of the metal/water interaction are transformed into spinel oxides 
via reactions of the type 

3M(OH)2→M3O4 +H2O+ 2H+ + 2e′ (2) 

The interfacial steps are coupled via transport of oxygen vacancies 
and interstitial cations through the barrier part of the oxide, assumed to 
be governed by diffusion and migration. Consequently, the transfer 
function to describe the impedance spectra is as follows: 

Z = Rel +ZF/S + Zf (3) 

The process at the F/S interface is most probably dominated by the 
water reduction-hydrogen oxidation reaction that is assumed to obey a 
Volmer-Heyrovsky mechanism: 

H2O + e− ⟶
⟵
k1H

k− 1H
Had(θ) + OH− Had(θ) + H2O + e− ⟶

⟵
k2H

k− 2H
H2+OH−

(4)  

where θ is the surface coverage with atomic hydrogen (Had). The charge 
balance (current density) at the F/S interface is written as: 

I = F(k− 2HcH2 − k1H +(y − 2)k2M)(1 − θ) + (k− 1H − k2H)θ (5) 

As the last reaction in Eq. (1) does not involve charge transfer, it does 
not participate in the balance. 

Assuming a Langmuir-type isotherm for the adsorbed H, the material 
balance for the surface coverage θ with adsorbed intermediate is given 
by the expression: 

β
dθ
dt

= (k− 2HcH2 + k1H)(1 − θ) − (k− 1H + k2H)θ (6)  

where β is the concentration of active sites for adsorption in mol⋅cm− 2 

and cH2 the concentration of dissolved hydrogen in mol⋅cm− 3. Assuming 
that the rate constants of the respective steps depend exponentially on 
applied potential: 

ki = k0
i exp(±biE), bi = αi

F
RT

, i = 1H, − 1H, 2H, − 2H, 2M, 2O (7)  

the impedance of the F/S interface is obtained as a small amplitude ac 
solution of Eqs. (5)–(6): 

ZF/S =
1

R− 1
F/S +

AX
Z+jωβ + jωCF/S

(8) 

The relationships between parameters RF/S, A, X, Z and the reaction 

rate constants are given by the expressions: 

R− 1
F/S =F(k− 1Hb− 1H +k2Hb2H)θ+F(k2Hb2HcH2 +k1Hb1H +(y − 2)k2Mb2M)(1 − θ)

A=F(k1H +k− 1H − k− 2HcH2 − k2M − k2)

X=k− 2Hb− 2HcH2 − (k− 2Hb− 2HcH2 − k1Hb1H +k− 1Hb− 1H − k2Hb2H)θ − k1Hb1H

θ=
k2HcH2 +k1H

Z
,Z=k− 2HcH2 +k1H +k− 1H +k2H

(9) 

Moreover, the impedance of the oxide film is represented as a par-
allel combination of the impedance of its electronic properties, Ze, and 
two ionic transport impedances pertinent to the oxygen vacancies (Zion, 

O) and interstitial cations (Zion,M), respectively: 

Zf =
(

Z− 1
e + Z− 1

ion,O ++Z− 1
ion,M

)− 1
(10) 

The explicit expressions for these impedances are given as: 

Ze ≈
RT

2jωF E→LCsc

ln
[1 + jωρdεε0exp(2KL)]

1 + jωρdεε0
,K =

F
RT

E→, ρd

=
RT

F2De

k2O + k2M

kO + kM
(11)  

Table 1 
Chemical composition (wt%) of the applied 316 AM powder and NG wrought 316 material.   

Fe Cr Ni Mo Mn Si N Cu C S P 

316 powder Bal.  17.9  14.0  2.7  1.5  0.25  0.07  < 0.01  0.005  0.005  < 0.01 
Wrought 316 Bal.  17.3  11.5  2.6  1.8  0.37  0.05  0.024  0.027  0.004  0.03  

Table 2 
Summary of the post-LPBF heat treatments investigated in this work.  

Heat 
treatment 

Parameters 

SR Hold at 650 ◦C for 2 h (argon atmosphere) and cool in air 
SA SR+ annealed at 1066 ◦C for 1 h in argon atmosphere followed by 

air cooling as per AMS 2759 standard 
HIP SR+ HIP at 1150 ◦C for 4 h in 100 MPa argon atmosphere and 

furnace cooled  

(
M
/

F
)
m⟶kM M••

i +2e′
(
M
/

F
)
m⟶kO 3MM(M3O4)+4V••

O (M3O4
)
+8e′(F/S)M••

i ⟶k2M My+
aq +

(
y− 2

)
e′
(
F
/

S
)
4H2O+4V••

O (M3O4
)
⟶k2O 4OO(M3O4)+8H+

(1)   
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Zion,O ≈
RT

4F2kO

(
1 − α

)(
1 +

̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅
1 + 4jω

DOK2

√ ), Zion,M

≈
RT

4F2kM

(
1 − α

)(
1 +

̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅̅
1 + 4jω

DM K2

√ ) (12)  

where De, DO and DM are the diffusion coefficients of electronic carriers, 
oxygen vacancies and interstitial cations, L the thickness of the barrier 
part of the oxide layer, E→ the field strength in that barrier part, ε the 
dielectric constant and α the potential consumer in the barrier part at the 
F/S interface. Finally, the total impedance is written as 

Z = Rel +
(

Z− 1
e + Z− 1

ion,O + Z− 1
ion,M

)− 1
+ ZF/S (13) 

The fitting of the experimental data to the MCM equations is per-
formed using complex non-linear least squares method via user functions 
implemented in Originlab software. Statistical weighting is used for the 
data sets and the errors of estimate are multiplied by the reduced value 
of χ2 resulting from the regression. Parameters that exhibited a mutual 
dependence larger than 0.67 were not fitted simultaneously in order to 
obtain statistically valid values of all considered parameters. 

2.5. Microstructure characterisation 

Microstructural characterisation of the samples, including the pow-
der particles, post-AM heat-treated samples and samples after high- 
temperature water exposure, was performed using an optical micro-
scopy, a Zeiss Crossbeam 540 SEM with solid-state four-quadrant 
backscatter detector and EDAX Hikari Plus electron backscatter 
diffraction (EBSD) detector, a Zeiss Merlin Compact SEM equipped with 
Oxford Instrument EBSD detector, an FEI TECNAI F20 field emission gun 
transmission electron microscope (TEM) and a Thermal Fisher Talos 
F200X analytical TEM with Super-X (4 SDDs) operated at 200 kV. 

Secondary electron (SE) imaging was used for morphology obser-
vations, whilst back-scattered electron (BSE) imaging was performed for 
Z-contrast and grain orientation (using electron channelling contrast) 
observation. Porosity in the samples was measured from the optical 
microscopy images taken on the as-polished samples, the pores covered 
~0.3% of the area in the SR and SA samples, whilst only tiny spherical 
pores were rarely observed in the HIP sample, and the coverage was near 
zero. The appearance of the pores was similar to that reported by other 
researchers [33] and was not shown in this paper for brevity. 
Cross-sectional samples were mounted in conductive resin and polished 
down to mirror surface finish using oxide suspension. The parameters 
for SE and BSE imaging were: 5 KeV, 0.5 nA with a working distance 
(WD) of 6–7 mm and 15 KeV, 1.5 nA with a WD of 5–7 mm, respectively. 
The WD for EBSD analysis was selected at 12–15 mm with samples tilted 
and the scanning step size was 50 nm. The mapping area was 700 µm in 
width and 700 µm in height for all samples, and only a portion of the 
map was shown in the paper to highlight the features in the material. 
EBSD inversed pole figure (IPF), phase map, kernel average misorien-
tation (KAM) map and geometrically necessary dislocation (GND) map 
were analysed. Oxide layers were analysed with SEM-Energy Dispersive 
X-Ray (EDX). Samples for TEM characterisation were prepared through 
grinding thin foils down to 60–80 µm, and then electro-polishing using a 
double jet Struers Tenupol 5 equipped with a Jubalo closed-cycle sys-
tem. The electrolyte used was 10% HClO4 in acetic acid at room tem-
perature. The scanning duration for STEM-EDX was 30 min for each 
sample using the Super-X Silicon Drift detectors of the Talos TEM, which 
was sufficient to reveal the element distribution variation. 

GDOES elemental depth profile analysis was performed after high- 
temperature water exposure at two locations on each specimen. The 
GDOES spectrometer has been calibrated using certified reference ma-
terials. Measurements were performed according to ISO14707, 
ISO25138:2010 and ISO/DIS16962.2, whenever those were applicable. 

Depth profile analyses of oxidised steel samples were performed in the 
pressure-regulated mode applying a constant voltage of 800 V and a 
pressure of 3 hPa in pulse mode (pulse frequency of 2223 Hz, duty cycle 
of 20% and on-time of 90 µs). The diameter of the anode was 2.5 mm. 

3. Results 

3.1. Mechanical properties 

A summary of the mechanical properties of post-LPBF heat-treated 
specimens and the NG wrought 316 specimen is presented in Table 3. 
The tensile stress-strain curves for SR, SA and HIP heat-treated LPBF 316 
samples are shown in Fig. 1. Samples that received SR and HIP heat 
treatments exhibit the highest and lowest impact energy among the 
three heat treatment conditions, respectively. The yield strength for 
samples follows the same tendency as impact toughness. However, the 
ultimate tensile strength and fracture elongation ratio of the HIP sample 
were only marginally lower and higher than those of the SA sample. 

Yield strength and impact toughness of the HIP sample are higher 
than those of wrought 316. The ultimate tensile strength and fracture 
elongation ratio of HIP sample are identical to those of the wrought 
material within the scatter range. According to the procurement 
guideline of NG 316 stainless steel [30], the mechanical properties of all 
four conditions are acceptable for application in nuclear field. 

3.2. Microstructural characterisations 

3.2.1. Wrought 316 microstructure 
The wrought 316 material that was processed through the cast & 

Table 3 
Summary of mechanical properties with different post-LPBF heat treatments in 
comparison to the wrought 316 material.  

Heat 
treatments 

Impact 
toughness 
testing 

Tensile testing 

Impact energy 
(J) 

Yield strength 
(MPa) 

Tensile 
strength 
(MPa) 

Elongation 
(%) 

SR 194 ± 4 430 ± 2 570 ± 4 45 ± 2 
SA 161 ± 3 365 ± 4 542 ± 2 53 ± 1 
HIP 154 ± 2 252 ± 2 552 ± 3 57 ± 2 
NG wrought 

316 
120 ± 2 231 ± 1 554 ± 2 62 ± 2  

Fig. 1. Tensile stress-strain curves for SR, SA and HIP heat-treated 
LPBF samples. 
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wrought route has a fully recrystallized microstructure with equiaxed 
austenitic grains of ~120 µm. The most common inclusions in the 
wrought 316 material are (O, Al, Ti)-enriched oxides containing Cr and 
Mn and MnS containing traces of Cu and Ca. The average diameter of 
inclusions is roughly 2–6 µm. Randomly-distributed isolated disloca-
tions were found throughout the microstructure with limited amount of 
planar slip and dissociated dislocations. The SEM-BSE images for 

wrought 316, SR, SA and HIP heat-treated LPBF samples are shown in  
Fig. 2, where the typical microstructure of the wrought 316 can be seen 
in Fig. 2(a). 

3.2.2. LPBF 316 powder characterisation 
Representative SE/BSE images of the cross-section of the as-received 

316 powder are shown in Fig. 3(a-c). Austenitic sub-grains with ~4 µm 

Fig. 2. (a-b) SEM-BSE images of (a) wrought 316, (b) SR, (c) SA and (d) HIP heat-treated LPBF samples. The building direction is along the vertical direction of the 
images for (b-d). 

Fig. 3. 316 powder characterisation. (a) SEM-SE image; (b-c) SEM-BSE images; (d) EBSD IPF with rotation angle; (e) EBSD phase map; (f) EBSD KAM map.  
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length and ~2.5 µm width were observed in Fig. 3(b-c). A large quantity 
of Cr-Mn oxides (verified by EDX) with average size of ~80 nm (both 
intra- and inter-granular) can be observed in Fig. 3(c). High-angle packet 
boundaries and low-angle sub-grain boundaries can also be distin-
guished (Fig. 3(d)). Around 1% of ferrite was present in the powder, 
mostly at the boundaries of the sub-grains (Fig. 3(c,e)). KAM is relatively 
low in the as-received 316 powder microstructure and the high local 
geometry necessary dislocation (GND) density seems to overlap with the 
sub-grain boundaries between 2 and 10◦. 

3.2.3. Microstructural characterisations of LPBF specimens 
SEM-BSE images of the SR, SA and HIP treated samples are shown in 

Fig. 2(b-d), and the EBSD maps for the samples are shown in Fig. 4. BSE 
images show that the SR and SA samples have very similar fine-grained 
microstructure, and some grains were elongated in the direction with a 
small angle with the building direction (Fig. 2(b, c)). Duplexed grains 
were observed in the HIP sample, the size of the coarse grains is identical 
to that of the wrought material, and the coarse grains were surrounded 
by fine-grains (Fig. 2(d)). Fig. 4(a-f) show the band contrast and grain 
boundaries overlaid maps and GND density maps for different samples. 

Fig. 4. (a-c) band contrast and grain boundaries overlaid maps, (d-f) GND distribution maps and (g-l) IPF maps for (a, d, g, j) SR, (b, e, h, k) SA and (c, f, i, l) HIP 
samples. The building direction is along the vertical direction of the images. 
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Columnar-shaped fine grains featuring orientation variation within 
them were observed in the SR sample. 72.8% of low-angle grain 
boundaries (LAGBs, 2–10◦) and 27% of high-angle grain boundaries 
(HAGBs, >10◦) were detected in this material with almost no twins 
(Fig. 4(a)). High GND density within the grains was revealed in this 
sample, as shown in Fig. 4(d). The average GND density of the sample 
was measured to be 1.95 ± 1.05 × 1014/m2. In the SA sample, 71.7% 
LAGBs and 28.3% HAGBs were detected with nearly no twins. The GND 
density did not change significantly in comparison to that of SR sample 
(1.76 ± 1.07 ×1014/m2), which suggests that only recovery occurred 
during the annealing process (Fig. 4(b, e)). By analysing the pole figure, 
it is found that most of the grains were < 110 > oriented in the building 
direction for the SR and SA samples. It is worth mentioning that though 
the optical microscopy of etched specimens is not shown here for 
brevity, the melt pool boundaries in SR sample disappeared in the SA 
316. 

HIP induced significant change of the microstructure of the LPBF 
316. Recrystallization occurred in most regions, leading to the formation 
of equiaxed grains and twins within them. The average recrystallized 
grain size was 80 µm. However, grains that did not experience 

recrystallization during the HIP process were also detected (Fig. 2(d) 
and Fig. 4(f)). EBSD analysis indicates that LAGBs and cellular structures 
with high GND density exist in these grains. The average GND density of 
this sample decreased to 0.65 ± 0.57 × 1014/m2. In general, 17.6% 
LAGBs and 82.4% HAGBs were detected in the HIP sample. Of the 
HAGBs, 78.7% were confirmed to be twin boundaries. The HIP sample is 
more isotropic than the SR and SA samples because of the recrystalli-
zation process, and the grains are randomly oriented in all directions 
(Fig. 4(i)). 

3.2.4. TEM analysis of LPBF specimens 
TEM analyses of the AM specimens are shown in Fig. 5 and Fig. 6. 

Cellular structure with high-density dislocations tangled at the cell 
boundaries was observed within the grains of the SR sample, as shown in 
Fig. 5(a-c). The cell size in the sample is measured to be within 
~400–600 nm. Based on the relationship between cell size and cooling 
rate of austenitic stainless steels, the cooling rate of the sample during 
printing was estimated to be in the range between 5 × 106 – 5.7 × 106 

℃/s [34]. Slight enrichment of Mo and Cr at the cellular walls was 
revealed via chemical analysis by STEM-EDX (Fig. 5(d-i)), and Fe is in 

Fig. 5. (a) BF-TEM image of the cellular structure in SR sample; (b) B-STEM and (c) HAADF-STEM images of the cells, and (d-i) are the corresponding elemental 
distribution maps. 
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turn depleted at the cell walls. In addition, some Mn and Si-enriched 
oxides were also observed within the cell walls, as can be seen in 
Fig. 5(f-h). Ni is uniformly distributed in the material. 

Cellular structure still existed in the LPBF stainless steel after the 
high-temperature SA treatment (Fig. 6(a-b)). However, the density of 
the dislocations at the cellular walls significantly decreased, leading to 
the disruption of the walls of some cells (Fig. 6(b-c)). HIP treatment led 
to partial recrystallization of the LPBF 316 (Fig. 4). Cellular structure 
disappeared in the recrystallized grains, as shown in Fig. 6(d). However, 
columnar grains and cellular structures still existed in some local 
partially recrystallized areas, where the dislocations at the cellular walls 
partially disappeared (Fig. 6(e-f)). 

3.3. High-temperature electrochemical behaviour 

3.3.1. EIS measurements 
Typically, different processes in an electrochemical system have 

specific time constants to reach steady state when responding to sin-
ewave voltage perturbation. The smaller the time constant, the higher 
the characteristic frequency of the process. Therefore, by measuring EIS 
in a broad range of frequencies (e.g. 105 to 10–4 Hz), an overview on the 
active processes in the system and their respective roles with regard to 
corrosion resistance is obtained. Moreover, corrosion resistance, asso-
ciated with the polarization resistance of the system, is usually domi-
nated by the processes occurring at the low-frequency end i.e. < 1 Hz. 

As shown in Fig. 7 to Fig. 8, the high-frequency region (> 1 Hz) of 
electrochemical impedance (EI) spectra is broadly similar for all speci-
mens. The EI spectra indicate that the wrought 316 specimen has a 
higher corrosion rate, which is evidenced by the lower impedance 
magnitude |Z| (i.e. lower polarisation resistance) than the LPBF speci-
mens at the low-frequency end of the spectra. By careful deconvolution 
of the spectra, a total of four time constants are detected (marked by 
arrows in Fig. 7 to Fig. 8). 

The highest frequency time constant is associated with the electronic 

Fig. 6. (a-c) BF-STEM images of the SA sample; (d-f) BF-TEM images of the HIP sample. (d) was taken in a recrystallized grain and (e, f) were taken from a grain that 
did not experience fully recrystallization. 

Fig. 7. EI spectra of the studied materials in (a) complex (parameter is fre-
quency in Hz) and (b) Bode coordinates in the first EIS measurement. Points - 
experimental data, lines - best-fit calculation according to the MCM. Detected 
time constants were marked in the Bode phase angle plot with arrows. 
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properties of the semiconducting oxide (barrier layer), the two inter-
mediate time constants - with charge transfer and adsorption of inter-
mediate products at the F/S interface, and at the low-frequency end, the 
data represent transport of ionic defects through the barrier part of the 
film. 

3.3.2. Oxide film characterisation 
SEM-SE images of the outer surfaces of LPBF and NG wrought 316 

specimens after the exposure to high-temperature PWR environment are 
shown in Fig. 9. The outer surface oxide layers of the three heat-treated 
LPBF specimens reveal similar size of randomly distributed and disperse 
oxide particles. The highest surface coverage with an outer oxide layer 
was found in the NG wrought 316 specimen, indicating faster transport 
of ions through the inner oxide layer than in that of the heat-treated 
LPBF specimens. 

The GDOES depth profiles of the LPBF 316 and NG wrought 316 
specimens after exposure to high-temperature water are shown in  
Fig. 10. Typically, a contamination layer of ~50–60 nm containing 
relatively high amounts of adventitious carbon is observed on all spec-
imens. An enrichment of Fe up to 57 at% at the depth of 100–150 nm 
was detected in the oxide on the NG wrought 316 specimen. At a dis-
tance of 500 nm from the surface, a peak for Cr concentration and a 
minimum of Fe content were observed. However, O concentration in 
oxide layers of the NG wrought 316 specimen is clearly higher than that 
in the oxides on heat-treated LPBF specimens. It was found that the O- 
profile can be described with two sigmoidal functions in the range 
0.05–0.35 and 0.4–4 µm, which is indicative of a double-layer structure. 
The positions of the respective interfaces obtained by fitting is (1/2 
height of O content) are indicated with vertical lines. In addition, Mn 
and Mo were found to be depleted in the oxide layer in comparison to 
their contents in the matrix, indicating preferential dissolution of those 

elements. On the other hand, Si is slightly enriched in the oxide, indi-
cating preferential oxidation. The profile of B shows a shallow maximum 
at the interface, thus it is slowly incorporated in the film during oxida-
tion since it originates from the solution. The thicknesses of the barrier 
layer between the outer and inner oxide are ~100 nm for wrought 316 
and ~50–60 nm for the LPBF specimens, whereas the thickness of the 
region between the inner oxide and the bulk alloy is ~200 nm. It is 
noteworthy that the Ni concentration at the F/S interface is clearly 
higher for the LPBF materials (around 10%) than in the wrought ma-
terial (around 6.5%), which means there is less surface area for Fe to 
dissolve from the LPBF materials. 

Cross-sectional SEM-BSE images of the outer and inner oxide layers 
of LPBF 316 and NG wrought 316 specimens after exposure to PWR 
environment are shown in Fig. 11. A continuous and dense inner oxide 
layer is present for the NG wrought 316 specimen. For the heat-treated 
LPBF specimens, disperse and non-uniform inner oxide layers were 
observed. At some locations, a very thin inner oxide layer of ~70 nm 
was present on the LPBF specimens, as shown in Fig. 11(f,i,l). 

As revealed by the EDX mapping in Fig. 12, in both NG wrought 316 
and HIP conditions, the inner oxide layers were depleted in Fe. The Cr 
content of inner oxide is higher than that both in the outer oxide layer 
and the bulk material. In contrast, Ni content in bulk material seems to 
be slightly higher than in the outer and inner oxide layers. Thus, a 
double-layer oxide structure composed of a Cr-enriched inner layer and 
a Fe-enriched outer layer is formed. Consistent results were revealed by 
the EDX line scan through the outer oxide, inner oxide and matrix of 
LPBF 316 and NG wrought 316 specimens in Fig. 13. The line scan re-
sults indicate that Cr concentration is marginally higher whereas Fe and 
Ni contents are slightly lower in inner oxide layer/crystals of LPBF 
materials when compared to the wrought 316 specimen. 

3.3.3. EIS modelling 
The EIS data was interpreted with the MCM to quantify the corrosion 

behaviour of investigated materials. The results from fitting of EI spectra 
to the transfer function (Eqs. (2)–(11)) are shown in Fig. 7 and Fig. 8 
with solid lines and demonstrate the model capability to account for 
both the magnitude and frequency distribution of impedance with suf-
ficient accuracy (R2 > 0.97). Following the treatment in Refs. [31] an 
[32], the dielectric constant of the inner oxide, ε, and the part of the 
potential consumed at the F/S interface, α, were given values of 12 and 
0.8, respectively. All the transfer coefficients of the individual steps of 
the hydrogen reaction, αi, are assumed to be equal to 0.5 for simplicity. 
The values of all the parameters estimated from the fit and averaged 
between the first and second EIS measurement for each material 
together with the standard deviations are given in Table 4. 

Several conclusions can be drawn from the values of kinetic pa-
rameters for the wrought material and the LPBF specimens. The pa-
rameters of alloy oxidation (kO and kM) at the inner interface are 
considerably lower for the LPBF specimens in comparison to the 
wrought 316 specimen, indicating a slower oxidation rate in comparison 
to the wrought material. Since under the assumption of a steady state, 
the rate of film formation is equal to that of oxide dissolution, it can be 
inferred that the oxide dissolution kinetics is significantly slower on the 
LPBF specimens. The rate constant of ejection of interstitial cations at 
the F/S interface is also considerably larger for wrought 316 with 
respect to the values for the LPBF materials, which points out to a higher 
corrosion release rate from the wrought material. 

The parameters of the hydrogen evolution/oxidation reaction at the 
corrosion potential are practically independent on the type of material, 
indicating that electron conduction mechanism for all oxides is rather 
similar. This is in line with the similarity of the diffusion coefficient of 
electronic carriers for the oxides on all studied materials. Moreover, the 
field strength in the oxide and the diffusion coefficients of oxygen via 
vacancies and metal cations via interstitial positions in the spinel lattice 
are comparable for the four studied specimens, indicating that the ionic 
conduction mechanism in the oxide film is also rather similar. 

Fig. 8. EI spectra of the studied materials in (a) complex (parameter is fre-
quency in Hz) and (b) Bode coordinates in the second EIS measurement. Points - 
experimental data, lines - best-fit calculation according to the MCM. Detected 
time constants were marked in the Bode phase angle plot with arrows. 
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The thickness of the barrier part of the oxide (L) on the LPBF mate-
rials is considerably smaller to that on wrought 316 and comparable to 
that of the layer thickness estimated by GDOES on LPBF specimens (see 
Chapter 3.3.2). The capacitances of the space charge layer in the semi-
conducting phase of the oxide are smaller for the LPBF specimens than 
wrought 316. This may indicate a smaller number of ionic defects that 
are able to play the role of electron donors in the oxide when compared 
to wrought 316. The double layer capacitance CF/S does not depend on 
the type of material within the calculation error, whereas the values of 
the charge transfer resistance at the M/F interface Rt are rather small 
(indicating a fast process), calculated with a larger error and thus also 
indistinguishable between the different materials. 

Summarizing, the post-LPBF heat-treated materials exhibit signifi-
cantly different electrochemical behaviour than that of wrought 316. 

Among the LPBF materials, SR sample shows only marginally lower 
corrosion and oxidation rates compared to those of SA and HIP samples. 

4. Discussion 

4.1. Evolution of microstructure and mechanical properties with heat 
treatments 

Post-treatment is critical for AM materials/components to optimize 
their microstructure and mechanical properties. Microstructure of the 
LPBF 316 has changed after different heat treatments and these changes 
were correlated with the mechanical properties. 

The SR treatment was conducted at relatively low temperature for a 
short period, therefore it was not able to significantly change the 

Fig. 9. SEM-SE images of the outer surfaces of LPBF 316 and NG wrought 316 specimens after the exposure to PWR environment. (a-b) Wrought 316; (c-d) SR; (e-f) 
SA; (g-h) HIP samples. 
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microstructure of the LPBF 316. As revealed by EBSD and TEM (Fig. 4 to 
Fig. 6), SR sample has highly-textured grains in the building direction 
and ~70% of the grain boundaries were determined to be LAGBs 
(2–10◦). The grains which were [011]-orientated in the building direc-
tion were formed as a result of the specific thermal dissipation of the 
melting pool induced by the laser. The preferential growth direction for 
face-centered cubic structured materials is [001] direction, which is 
usually in the opposite direction of the heat dissipation of the melt. In 
addition, the heat dissipation direction for the melt is always perpen-
dicular to the melting pool boundary. As the melting pool induced by 
laser has hemisphere/ hemi-ellipse morphology, the pool boundary al-
ways has an angle with the building direction. The angle between [011] 
and [001] directions is 45◦, and therefore most of the grains in the SR 
LPBF 316 are preferentially oriented along [011] direction or close to 
[011] direction. In addition, cellular structures with high-density dis-
locations and slightly element segregation were observed within the 
grains in the SR LPBF 316 [11]. The cellular structures were formed due 
to the cellular solidification of the melt induced by the high cooling rate 
during the rapid scanning process [34,35]. 

Room temperature yield strength for wrought and annealed NG 316 
is usually 200–300 MPa. However, the strength for the SR 316 sample is 
much higher than that of the wrought material (Table 1). Finer grain size 
is one of the main reasons. The grain size for wrought and annealed 316 
is usually dozens to hundred microns, whilst the grain size of LPBF 316 is 
several microns (with the contribution of the LAGBs, Fig. 4 and Fig. 5). 
In addition to the contribution of the grain boundaries, the cell walls 
which are tangled with dislocations and enriched with Mo and some Cr 
can also hinder the movement of dislocations, promote twining defor-
mation, and then increase the yield strength, which have been observed 
by Wang et al. [36]. However, the contribution of the cell walls should 
be less than that of the LAGBs because the cell walls do not induce 
change in orientation, and planar slip and twining can still go across 

them [36]. Furthermore, the nano-sized oxides can also provide 
dispersion strengthening effect to LPBF material. The nano-sized oxides 
are unique in the LPBF 316 in comparison with their wrought counter-
part, which origin from the oxygen absorbed at the powder surface and 
the oxygen in the argon gas used to protect the melting pool during 
printing process [1]. 

High-temperature annealing at ~1050 ◦C is usually used to induce 
complete recrystallization of forged or rolled 316. However, it is found 
that this annealing process only led to the recovery of the LPBF 316. The 
grain structure for the SA sample is similar to that of the SR sample, with 
~70% of the grain boundaries are LAGBs and most of the grains were 
< 110 > orientated in the building direction. The only difference is that 
the density of the dislocations at the cell walls was reduced in SA sample 
than in the SR sample and some cell boundaries disappeared/got 
interrupted due to dislocation movement driven by temperature, as 
revealed by TEM analysis (Fig. 6(a-c)). In fact, the main driving force for 
recrystallization in conventionally forged materials is the static stored 
energy in the form of high-density dislocation, which leads to significant 
misorientation within the deformed grains. Lots of dislocations were 
also observed in the LPBF 316, but they were formed as a result of so-
lidification and do not lead to misorientation within the grains, there-
fore cannot provide enough driving force for recrystallization. These 
results further confirm the observations of the high stability of the cell 
structure in AM 316 at high temperature by other researchers, such as 
Salman et al. [21] and Chen et al. [37]. The slightly decrease in yield 
strength and toughness of the SA sample is due to the movement of the 
dislocations at the cell walls which leads to the disruption. 

The isostatic high pressure which is applied to the material via argon 
gas during HIP is able to induce plastic deformation and promote 
diffusion creep of the material when there are closed internal pores in 
the material [38]. For LPBF 316 in this study, the 0.3% pores were closed 
with HIP, which is expected to increase the SCC or corrosion fatigue 

Fig. 10. GDOES depth profiles with atomic concentrations of constituent elements of LPBF 316 and NG wrought 316 specimens after exposure to PWR environment. 
(a) Wrought 316; (b) SR; (c) SA and (d) HIP samples. 
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properties of the material in high-temperature water environment. The 
higher temperature and longer duration during HIP induce dramatic 
changes in microstructure of the material. Recrystallization happened 
during HIP, which lead to elimination of most of the LAGBs, cell struc-
tures, and coarsening of the grain size. These microstructure changes 
leads to a sharp decrease of both the yield strength and toughness of the 
material. In addition, another reason for the reduction in impact energy 
is the coarsening of oxides due to heat treatments since the oxides act as 
microvoid initiation sites. LAGBs and dislocations still exist in some 
grains even after HIPing at 1150 ◦C/4 h, which further indicates that the 
cell structures are very stable. In fact, it has been reported that the cells 
in AM 316 can only be eliminated when the heat treatment/HIPing 
temperature is higher than 1200 ◦C [33]. 

4.2. Correlation of LPBF microstructure with electrochemical behaviour 

The EIS measurements in 288 ◦C high-temperature PWR water and 
the associated modelling revealed a different electrochemical response 
of the four investigated materials, particularly during comparison of 
wrought and LPBF samples. In the following, a correlation between 
high-temperature electrochemical behaviour and microstructure is 
sought for. 

4.2.1. Microstructural factors 
Microstructural factors (like boundaries, cell structures, precipitates 

and dislocations) that might contribute to the variation in electro-
chemical behaviour are discussed in the following paragraphs. 

Melt pool boundaries of the LPBF 316 disappeared after the SA or 
HIP treatments. Inhomogeneous high-energy microstructural defects, 
pores, residual stress, local heat-affected zone and unstable non-metallic 

Fig. 11. Cross-sectional SEM-BSE images of the outer and inner oxide layers of LPBF 316 and NG wrought 316 specimens after the exposure to PWR environment. (a- 
c) Wrought 316; (d-f) SR; (g-i) SA; (j-l) HIP samples. 
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elements normally concentrate in the melt pool boundaries, which make 
them candidate weak regions in LPBF 316 samples. The pitting potential 
of samples after heat treatment at 950–1100 ◦C were reported to be 
higher than that of the as-printed specimens due to the dissolution of the 
melt pool boundaries [39]. However, as shown by the EI spectra, the SA 
and HIP heat-treated samples exhibited slightly higher corrosion rates in 
high-temperature water than the SR sample. This implies that the 
disappearance of melt pool boundaries might not be the major 

influencing factor on high-temperature electrochemical behaviour. 
Grain boundaries promote diffusion, inward oxidation and formation 

of crystals in the inner oxide layer for both LPBF and wrought 316. 
Compared with the coarse recrystallized grains of ~80 µm in HIP 316, 
the grains in the SR sample are one order of magnitude smaller. Thus, 
the grain boundary density in studied materials ranks as SR > SA > HIP 
≥ wrought 316. However, the number of distributed inner oxide Cr-rich 
crystals in HIP sample is not significantly lower than in SR or SA 

Fig. 12. SEM-BSE images and EDX of the outer and inner oxide layers of NG wrought 316 and HIP treated LPBF 316 specimens after the exposure to PWR 
environment. 

Fig. 13. Line EDX through the outer oxide, inner oxide and matrix of LPBF 316 and reference NG wrought 316 specimens after the exposure to PWR environment. (a) 
Wrought 316; (b) SR; (c) SA; (d) HIP samples. Note the line EDX in (b-d) of LPBF materials was chosen to scan through locations with inner oxide crystals. 
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materials (as revealed by Fig. 11), and there is a huge difference in the 
inner oxide structure between the HIP and wrought 316, which indicates 
a minor direct role of grain boundaries on electrochemical behaviour. 

The cellular sub-grain structure of ~400–600 nm in SR sample has a 
high dislocation density. As revealed by the TEM studies, the cellular 
boundaries are partly dissolved in the SA sample with dislocations 
movement/annihilation and mostly eliminated in the HIP sample. In this 
work, the SR sample exhibited marginally lower corrosion rates in high- 
temperature water than the other post-LPBF heat-treated materials. This 
is in agreement with the finding of Zhou et al. [39] that after recrys-
tallization at 1100 ◦C, corrosion resistance was weakened with the 
reduced LAGB and cell boundary density, re-precipitation and increased 
segregation. The cellular structure with high dislocation density in SR 
sample could form an interconnected 3D network, contribute to the 
passivity and enhance the growth of a passive oxide film, which inhibits 
corrosion into the matrix. With the partial disappearance of cellular 
structure and decrease in dislocation density in SA and HIP conditions, 
the corrosion rate slightly increases compared to SR sample. 

The main microstructural factor resulting in the different electro-
chemical response between the LPBF materials and the wrought 316 is 
possibly the nano-precipitate. The chemical compositions of the impact 
toughness specimens were measured by OES and the O content is around 
250 wppm for all three post-LPBF heat-treated specimens. Even if the 
size of precipitates increased after the SA and HIP heat treatments, as 
revealed by the cross-sectional SEM images of post-exposure samples 
(Fig. 11), a considerable amount of circular nano-precipitates smaller 
than ~200–500 nm still exist in the grains after HIP. In that respect, the 
work by Sander [40] and Chao [41] demonstrated the less detrimental 
effect of nanoscale oxide inclusions formed during LPBF on pitting 
corrosion of LPBF 316 when compared to that of a wrought 316. 

4.2.2. Electrochemical behaviour in PWR water 
LPBF 316 specimens were reported to show a wider passive range 

than the wrought material, which is attributed to a finer microstructure 
and a native oxide with higher stability [42]. The passive film on LPBF 
316 specimens has shown better barrier properties and increased pitting 
resistance than that on wrought specimens [43,44]. Man et al. [45] re-
ported that the cell boundaries result in a more stable and continuous 
passive film by increasing the number of nucleation sites. Though these 
studies on corrosion behaviour were not conducted in high-temperature 
water, they are in line with this work in that the LPBF 316 seems to 

possess a better corrosion resistance than wrought 316. However, 
different roles of the post-LPBF heat treatments on electrochemical 
behaviour have been described in the literature. Ettefagh et al. [46] 
reported that LPBF samples have an improved corrosion behaviour over 
the traditional counterparts and the heat treatment processes reduce the 
corrosion rate of the LPBF samples. Kong et al. [47] reported that the 
passive film thickness and corrosion potential of the LPBF 316 stainless 
steel decreased after recrystallization heat treatments at 1050 ◦C and at 
1200 ◦C. In this work, the differences between the post-LPBF heat--
treated 316 materials are only marginal. 

The formation of a passive layer on austenitic stainless steels in PWR 
environment is a key phenomenon in explaining their SCC susceptibility 
[48]. As revealed by the EIS modelling, the parameters of the hydrogen 
evolution/oxidation reaction, the field strength in the oxide film and the 
diffusion coefficient of electronic carriers for the oxides are comparable 
for the four materials studied. This indicates that the electron and ion 
conduction mechanisms in the oxide film on all studied materials are 
rather similar. However, the parameters of alloy oxidation at the M/F 
interface and the rate constant of ejection of interstitial cations at the 
F/S interface are considerably lower for the LPBF specimens in com-
parison to the wrought 316 material. This points to a significantly slower 
oxide dissolution kinetics resulting in lower oxidation and corrosion 
release rates from the LPBF specimens in comparison to the wrought 
material. Furthermore, the smaller capacitances of the space charge 
layer in the semiconducting phase of the oxide of the LPBF specimens 
infer a smaller number of ionic defects and electron donors in the oxide 
compared to wrought 316. The thickness of the barrier part of the inner 
oxide layer on the LPBF materials (as estimated based on the EIS results) 
is estimated to be considerably lower than that on wrought 316, about 
50 nm and 80 nm, respectively. The cationic composition of the inner 
layer as a spinel oxide of the type (NixFe1− x)(CryFe1− y)2O4 is available 
from GDOES, and using the normalized metal fractions, the following 
stoichiometries can be inferred: for the reference material, (Ni0.31Fe0.69) 
(Cr0.18Fe0.82)2O4, and for the SA, SR, and HIP alloys - (Ni0.37Fe0.63) 
(Cr0.32Fe0.68)2O4. Thus the spinel oxide formed on the AM alloys con-
tains more Cr in octahedral and Ni in tetrahedral positions when 
compared to reference material. 

Obviously GDOES, averaging laterally over an area with a diameter 
of 2.5 mm and significantly influenced by surface flatness, would not be 
sensitive to local sub-micrometre scale details. EIS, on the other hand, 
although also an averaging technique, would be expected to reveal the 
influence of such details, provided that the electrochemical processes 
are heavily concentrated locally. This is confirmed by post-exposure 
cross-sectional microscopy that points to an inhomogeneous inner 
oxide layer on the three heat-treated LPBF materials, which is different 
from the uniform inner oxide layer on the wrought 316. In the post-LPBF 
heat-treated materials, the inner oxide crystals rich in Cr have appar-
ently grown only locally, suggesting local electrochemical reactions and 
high local rates of cation transfer. Nano-precipitates enriched in Mo, Cr, 
Si and O found in the original microstructure of LPBF materials are likely 
to be responsible for the highly localized growth of the Cr-rich oxide 
crystals. The preferential nucleation of Cr-rich oxides at the nano- 
precipitates was reported by Bertali et al. [49] based on the observa-
tion of discrete nano-scale oxide ‘core’ within the Cr2O3 in PWR water. 
The Mo-rich nano-precipitates will become the anodic site due to a 
higher electrochemical activity. Similarly, the Cr-depleted immediate 
surrounding areas of Cr-rich nano-precipitates will become anodic sites 
in high-temperature water. Zhou et al. [39], Shimada et al. [50] and 
Laleh et al. [27] also reported that re-precipitation or coarsening of the 
precipitates can offset some of the corrosion resistance by local 
elemental depletion from the neighbouring areas. 

The electrochemical processes and the formation of outer and inner 
oxide layers of wrought 316 and LPBF 316 in PWR environment are 
depicted in Fig. 14. In PWR primary water environment with sufficient 
amount of dissolved hydrogen, Ni will stay in metallic form, and thus the 
higher Ni content at the F/S interface in LPBF 316 (Fig. 10) limits the 

Table 4 
Kinetic parameters estimated from the fitting of the EIS data to the equations of 
the MCM.  

Parameters Wrought 
316 

SR SA HIP 

1011 kM / mol cm− 2 s− 1 15 ± 1.2 6.1 ± 0.6 8.0 ± 0.6 7.1 ± 0.7 
1011 kO / mol cm− 2 s− 1 10 ± 0.8 4.2 ± 0.5 5.0 ± 0.5 5.0 ± 0.5 
Csc / µF cm− 2 22 ± 1.0 11 ± 1.0 20 ± 1.0 16 ± 1.0 
L / nm 78 ± 5.0 47 ± 2.0 52 ± 2.0 51 ± 2.0 
108 De / cm2 s− 1 5.0 ± 0.5 5.3 ± 0.5 5.6 ± 0.6 5.4 ± 0.6 
Rt / Ω cm2 2.8 ± 1.0 5.6 ± 1.5 5.1 ± 1.5 5.3 ± 1.5 
CF/S / mF cm− 2 2.8 ± 0.006 3.1 

± 0.006 
3.6 
± 0.007 

2.6 
± 0.007 

109 k2 M / cm s− 1 4.5 ± 0.2 2.2 ± 0.1 3.0 ± 0.1 3.5 ± 0.1 
109 k2 O / cm s− 1 2.0 ± 0.1 2.0 ± 0.1 2.0 ± 0.1 2.2 ± 0.1 
1010 k1 H / mol cm− 2 

s− 1 
1.1 ± 0.1 1.10 ± 0.1 1.0 ± 0.1 1.1 ± 0.1 

1010 k2 H / mol cm− 2 

s− 1 
1.2 ± 0.1 1.2 ± 0.1 1.2 ± 0.1 1.2 ± 0.1 

1010 k-1 H / mol cm− 2 

s− 1 
1.3 ± 0.1 1.3 ± 0.1 1.3 ± 0.1 1.3 ± 0.1 

104 k-2 H / cm s− 1 1.4 ± 0.1 1.4 ± 0.1 1.4 ± 0.1 1.4 ± 0.1 
β / nmol cm− 2 4.9 ± 0.4 4.7 ± 0.4 4.6 ± 0.4 3.9 ± 0.4 
1017 DM / cm2 s− 1 5.0 ± 1.0 4.5 ± 1.0 5.0 ± 1.0 4.5 ± 1.0 
1017 DO / cm2 s− 1 4.0 ± 1.0 4.0 ± 1.0 4.5 ± 1.0 4.0 ± 1.0 
E→ / kV cm− 1 109 ± 5.0 106 ± 5.0 106 ± 5.0 104 ± 5.0  
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possibility of Fe dissolution. Since Ni catalyses hydrogen oxidation [51, 
52], the higher Ni concentration of LPBF materials (Table 1) could result 
in a locally higher hydrogen oxidation rate (i.e. anodic reaction rate) 
near the locations of the nano-precipitates, thus further slowing down 
the other anodic reactions in these areas. This is due to the fact that in an 
open circuit, the sum of all anodic currents (hydrogen oxidation and Fe 
dissolution) should be equal to the sum of cathodic currents (reduction 
of water being the only cathodic reaction). This redistribution of reac-
tion rates could keep the anodic activity of the LPBF materials localized 
at the nano-precipitate sites and contribute to the formation of the 
sparsely distributed inner Cr-rich oxide crystals instead of a more uni-
form inner oxide layer. 

On the wrought 316 material, the processes are more like in the form 
of general corrosion. At the early stage of exposure, tiny Cr-rich oxide 
nuclei are formed (process 1 and 1′), followed by the formation of uni-
form inner oxide layer (process 2 and 2′). Subsequently, outer oxide 
layer is formed at the F/S interface by supersaturation/precipitation 
(process 3). For LPBF materials, the electrochemical processes 1 and 1′

are of more localised nature than on wrought 316. The Cr-rich oxides 
nucleate preferentially at the nano-precipitates and their immediate 
surroundings close to the M/F interface. The growth of Cr-rich oxide 
crystals encloses the nano-precipitates, keeping the initiation site 
anodically active until the inner oxide diameter locally reaches its 
steady-state limit. Simultaneously with reactions 1 and 1′, reactions 2 
and 2′ take place at a smaller fraction at the M/F interface, resulting in a 
thin inner oxide layer with a decreased kinetics of passive film growth in 
high-temperature water. Consequently, process 3 takes place at a 
smaller fraction of the surface, leading to less outer layer oxide crystals 
than on the wrought 316 material (with lower rates of dissolution, 
saturation and oxide precipitation). 

5. Conclusions 

The effect of post heat treatments on the high-temperature electro-
chemical behaviour, microstructure and mechanical properties of LPBF 
316 was investigated using NG wrought 316 as reference. The following 
conclusions can be drawn from the obtained results:  

• The yield strength and impact toughness are ranked as SR > SA 
> HIP > wrought 316. The superior mechanical properties of the 
LPBF specimens are mainly attributed to the cellular structures with 
large amounts of dislocations and LAGBs formed during sample 
building. The disappearance of the cellular structures, decrease in 
dislocation density and occurrence of recrystallization explains the 
lower flow stress and impact energy but higher fracture elongation of 
the SA and HIP samples compared to the SR sample. The tensile and 
impact properties of LPBF 316 meet the requirements for nuclear 
components.  

• The high-temperature EIS results at 288 ◦C and their modelling 
indicate a considerably faster oxide dissolution kinetics and corro-
sion rate of wrought 316 when compared to LPBF 316. Barrier layers 
on LPBF specimens contain a smaller number of ionic defects acting 
as electron donors and exhibit lower oxide formation and corrosion 
release rates than on wrought 316.  

• An inhomogeneous inner oxide layer is formed on post LPBF treated 
316, in contrast to the uniform inner oxide layer on wrought 316. 
The thickness of the barrier part of the oxide on LPBF 316 is 
considerably smaller to that on the wrought 316. The localised na-
ture of the electrochemical processes is suggested to be induced by 
the local anodic activity caused by the nano-precipitates in the LPBF 
316. 

Fig. 14. The electrochemical processes and the formation of structure of outer and inner oxide layers of NG wrought 316 and LPBF 316 specimens in PWR 
environment. 

Z. Que et al.                                                                                                                                                                                                                                      



Additive Manufacturing 60 (2022) 103205

16

• Despite a significant difference in microstructure, SR treated LPBF 
316 shows only marginally lower corrosion rate compared to SA and 
HIP treated LPBF 316. 
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